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Company Name ASINK GREEN MATERIAL CORPORATION

shown on Report

- | 7R AR FE T AR A BUR S PR 2R A B B 86 5 15 Bk

Address BUILDING 1, NO. 86, QISHI ROAD SECTION, EAST EXPRESSWAY, QISHI TOWN,

DONGGUAN CITY, GUANGDONG PROVINCE

PATF PR 4 Bt 45 B e B R AL IR A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of the
applicant

FEm A FR SRR

Sample Name Thermal PAD

MR FR HREIR

Material LR

FEA R H B 2023.09.06

Sample Received Date Sep. 6, 2023

ERET RN R ! 2023.09.06-2023.09.12

Testing Period Sep. 6,2023 to Sep. 12,2023

R E SR RAEZ 7 ER, X PFrescrtim P R (F), S (CD), R (Br), (D) BT
o

Test Requested As specified by client, to test Fluorine (F), Chlorine (Cl), Bromine (Br), lodine (I) in the
submitted sample(s).

R0 378 A 0 25 R HZ T

Test Method/Test Result(s) Please refer to the following page(s).

Date 2023.09.12

No. R179751396
T AR IR 5% DR S A T AR A X A S A AR
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FEMAKHE Test Method
. g M3RAY 2L
WA H W77 W3
Measured
Test Item(s) Test Method Equipment(s)
! BHEN 14582:2016 Ic
Fluorine (F) Refer to EN 14582:2016
£ BHEN 14582:2016 Ic
Chlorine (Cl) Refer to EN 14582:2016
R HHEN 14582:2016 IC
Bromine (Br) Refer to EN 14582:2016
filt BHEN 14582:2016 Ic
Iodine (I) Refer to EN 14582:2016
| £5 R Test Result(s)
. 25 Result N
JRTA H Tested Item(s) a 02 JrERH R MDL
% Fluorine (F) N.D. 10 mg/kg
& Chlorine (CI) N.D. 10 mg/kg
¥ Bromine (Br) N.D. 10 mg/kg
Tl Todine (I) N.D. 10 mg/kg
P /EBAAL IR Sample/Part Description
FE  CTIHEMID Eiiip
No. CTI Sample ID Description
1 002 [ERERET N
Blue silicone
B N.D. =R ChFIriEe tHiR)
-mg/kg=ppm= H I3 —
Remark: -MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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FEFRAE Test Process
RE RS TR - Ao A
AR R A T R ENES 72 FUHL P KRR
Weigh and place sampleina  — —" Combust the sample in
Fill the bomb with oxygen "
sample cup of bomb - oxygen bomb

J

i 1C A b Bk E R SERS RS B R
N Make up with —]  Transfer the sample solution
Analyzed by IC . . .
Y Y ultra-purity water into a volumetric flask
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FE AR R

Photo(s) of the sample(s)

SA2:3:7%

75 B Statement:

L R S o NS < H & St W% = TG
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. WMEIRA T AR HNE . SRS B R IR AL, HIE R N L E ST, CTURAZ SN
LS
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR AR ZE AU 32 IR A 5T
The result(s) shown in this report refer(s) only to the sample(s) tested,;

4. RacTI i FE, MM EHAMRE
Without written approval of CTI, this report can’t be reproduced except in full;

5. IREIIHR S TP RIS AR S PN E R E R, L aOyiE.
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

***T&%%;ﬁ***

*** End of report ***
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